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Document:
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Letter Code:
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Subject:
Manual of Instruction section 974 - Guidelines For
Portland Cement Concrete Mix Design

Effective Date:
January 21, 2004

Summary:
Manual of Instruction section 974, Guidelines For Portland Cement Concrete Mix Design- Section
974.05.01 Concrete Mixer description Modified.
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